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Used widely in the aircraft and marine industries, for components such as shafts, axles, pumps, 
valves, bolts and nuts. Suitable for applications requiring good strength, toughness combined with 
reasonable resistance to corrosion. 

 

 

 
 

Condition Tensile (UTS) 
N/mm² 

0.2% Yield 
N/mm² 

Elongation 
% 

Izod 
KCV J 

Hardness 
Brinell 

T 850-1000 635 11 34 248-302 
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